
SEM images of undoped CuxO with (a) depicting a low-magnification image 

and (b) a high-magnification image of the undoped CuxO structure. 

 

 

SEM images of Sn-doped CuxO structure with (c) depicting a low-

magnification image and (d) a high-magnification image of Sn-doped CuxO. 

 


